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(UNLESS OTHERWISE SPECIFIED) 

MATERIAL: 
CAGE: 	1050 CARBON STEEL, HEAT TREATED, .025 THICK. 
PLATE: 	1050 CARBON STEEL, HEAT TREATED, .035 THICK. 
NUT: 	 4037 ALLOY STEEL, HEAT TREATED. 

FINISH: 
CAGE: 	ZINC PLATE PER ASTM-B-633, TYPE III, CLASS SC2. 
PLATE: 	ZINC PLATE PER ASTM-B-633, TYPE III, CLASS SC2. 
NUT: 	 ZINC PLATE PER ASTM-B-633, TYPE III, CLASS SC2. 
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