
NOTES: (UNLESS OTHERWISE SPECIFIED) 

1. 	MATERIAL: 
1. 1. CLIP: 	17-7PH CRES PER AMS5528, CONDITION TH1050. 

1.2. 	NUT: 	A286 CRES PER AMS5732 DR AMS5737, 140,000 PSI MIN. 

2. FINISH: 
2.1. 	CLIP: 	PASSIVATED PER AMSQQ-P-35. 
2.2. 	NUT: 	SILVER PLATED PER AMS2410 .0003-.0004 THICK. 
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