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NOTES: 

1. MATERIAL: 
1.1 	CLIP: 	CARBON STEEL PER ASTM-A-684, HRC 45-48. 

NYLON 6 OR 6/6. 
1.2 NUT: 	300 SERIES STAINLESS STEEL. 

2. EINISH: 
2.1 	CLIP/METAL: 	NO CODE = CADMIUM PLATED PER QQ-P-416 TYPE II, CLASS 2. 

"0" CODE = EPDXY PRIMER PER EMPS080 OVER CADMIUM PLATE. 
"B" CODE = ZINC-COBALT ALLOY COATING PER ASTM-B-840 

TYPE D, GRADE 3,18um. 
2.2 NUT: 	PASSIVATED PER AMS-QQ-P-35 AND DRY FILM LUBRICATED PER 

AS5272, TYPE I. 

3. DIMENSION IN INCHES(MM) 

4. PART NUMBER EXAMPLE: 
1 30507- () () 

J T 	NO CODE = CADMIUM PLATE 
"G" CODE = CADMIUM PLATE AND EPDXY PRIMER 
"B" CODE = ZINC -COBALT COATING 
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END ITEM 	±.02 	 OHEQRHk BY: . 
MATERIAL. 	

NOTED 	
R.DUENAS 06-05-01 TITLE: 	CLIP NUT, 1 032 SIZE, 

APPROVED W- 	 WE 	 LOCKING NUT, 
HEAT TREAT: 	 C.K.T. 06/08/07 	 COMPOSITE/METALLIC 
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DAlr  CODE INDENT. NO. I SIZE I DRAWING NUMBER: 

	

FINAL PROTECTIVE FINISH: 	
WE. 06/11/01 60119 	B 	130507- ( )( ) MEG. AccEpi-., 	 DAlE 	 I 	I 
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D. PAUL 08/11/01 
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