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NOMINAL 	MOUNTING 	RECOMMENDED 
EDGE 	 SHEET 	INSTALLATION 
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NOTES (UNLESS OTHERWISE SPECIFIED) 

1. MATERIAL: 
1.1. CLIP: 	 C1050 STEEL, AUSTEMPERED TO Rc 48-52. 
1.2. NUT: 	 4037 ALLOY STEEL Rc 35 MINIMUM. 

2. FINISH: 
2.1. CLIP: 	 CADMIUM PLATE PER QQ—P-416 TYPE II, CLASS 2. 

BAKE FOR 23 HOURS MIN. AT 375'F±25F WITHIN 4 
HOURS OF PLATING. 

SUFFIX ZW - ZINC PLATED PER ASTM—B-633, TYPE III, CLASS 
SC2, CLEAR CHROMATE (USE TRIVALENT CHROMATE 
ONLY). BAKE FOR 23 HOURS MIN. AT 375F±2EPF 
WITHIN 4 HOURS OF PLATING. 

2.2. NUT: 	 CADMIUM PLATE PER QQ—P-416 TYPE II, CLASS 2. 
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NEXT ASSEMBLY 	 UNLESS OThEINWlS 
DIMENSIONS ARE IN INCI 
DECIMALS 	ERACTIC 
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PREVIOUS ASSEMBLY HEAT TREAT: 
NOTED 

- 	FINAL PROTECTIVE FISH 
NOTEO 

CLIP 
.020 THICK (REF) 

MOLYBDENUM DISULFIDE DRY FILM LUBRICANT. BAKE 
FOR 23 HOURS MIN. AT 375F±25F WITHIN 4 
HOURS OF PLATING. 

SUFFIX ZW - ZINC PLATED PER ASTM—B-633, TYPE III, CLASS 
SC2, CLEAR CHROMATE (USE TRIVALENT CHROMATE 
ONLY). BAKE FOR 23 HOURS MIN. AT 375F±25F 
WITHIN 4 HOURS OF PLATING. 

NUTS MEET NASM25027, 125,000 PSI CLASS. 

FLOAT: APPROX .011 RADIAL WHEN USED WITH RECOMMENDED 
MOLYBDENUM DISULFIDE DRY FILM LUBRICANT. 
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