
7,1 +0,O5/—O,1 
(.28+.002/—.004) 

DIA. 
5.0+0.10 

(.20+.004) 
DIA. 

6,80 
(.267) 
MAX. 45' 

2,5 +0,20 
(.10 +.008) 6,4 

(.25) 

1,0 
(.04) 

MIN. 

0,5±0,10 (.02) 
(.02±.004) 

NUT 

A 
	

ECN8179 	 06/28/04 

	

DESCRIPTION 	 DATE 
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13 
(.5 

MARKING 
LOCATION OPTIONAL 

8,0 +0, 
(.315 +.I 

DIA. 

0,5 
(.02) 

RUBBER SHIM 
(OPTIONAL) 

13080024()—()() 

DASH 	GRIP RANGE 	 B  
NUMBER 	MIN. 	MAX. 	

A 	MIN. 	K 	WEIGHT - APPROXIMATELY 

05 	35 	135 	4,1 	201 
—1 	(.62) 	(.1'4) 	(.50) 	(.160) 	(.7) 	2,90 KG/bOO - (6.40 LBS/bOO) 

35 	76 	135 	76 	20,1 
—2 	(b'4) 	(.o) 	(.50) 	(.o) 	(.79) 	3.00 KG/1000 - (6.60 LBS/bOO) 

(.02) 

NOTES: (UNLESS OTHERWISE SPECIFIED) 

1. MATERIAL: 
11 CLIP: 	CARBON STEEL HEAT TREATED. 
1.2 NUT: 	STAINLESS STEEL 
1.3 SHIM: 	ETHYLENE PROPYLENE RUBBER (EPDM). 

2. FINISH: 
2.1 	CLIP: 	CADMIUM PLATE PER QQ—P-416 TYPE II, CLASS 3 

"0" CODE = EPDXY PRIMER OVER CADMIUM PLATE. 
2.2 NUT: 	PASSIVATED PER QQ—P--35 AND DRY FILM LUBRICATED PER 

MIL—L-8937. 
2.3 SHIM: 	NONE 

3. DIMENSIONS IN MM(INCHES) 

4. DIMENSIONS APPLY BEFORE "G" CODE COATING. 

5. PART NUMBER EXAMPLE: 
13O80024()—()() 

I I 	"G" = EPDXY PRIMER 

DASH NO. 

"5" = BONDED SHIM VERSION 

NEXT ASSEMBLY 

±.O1O 
MATER IAL 

NOTED 

HEAT TREAT: 

NOTED 

FINAL PROTECTIVE FINISH: 

NOTED 
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