
SHEET 	 NOMINAL 
DASH NUMBER 	A 	[3 MIN. 	THICKNESS 	EDGE MARGIN 

	

-1 	 .515 	.095 	.020-.090 	.350-500 

	

-2 	 .665 	.095 	.020-.090 	.510-.650 

	

-3 	 .665 	.155 	.091-.150 	.510-.650 

	

-4 	 .515 	.155 	.091 .150 	.350-.500 

	

-5 	 .740 	.235 	.140-.230 	.600-.710 

NOTES: (UNLESS OTHERWISE SPECIFIED) 

CLIP 	 1. 	MATERIAL: 
.021 THICK (REF) 	 CLIP: 	1050 STEEL , HARDENED AND AUSTEMPERED TO RC 48-51. 

	

NUT: 	CARBON OR ALLOY STEEL, HEAT TREATED. 

2. FINISH: 

	

CLIP: 	NO SUFFIX = CADMIUM PLATED PER QQ-P-416, TYPE II, CL1. 

EQN2Nf 0Q2 	S 	JMTT PER EMPS 073 OR 

	

NUT: 	CADMIUM PLATED PER QQ-P-416, TYPE II, CL2 
AND DRY FILM LUBRICANT. 

NUT TO BE PER MIL-N--25027. 

RECOMENOED INSTALLATION HOLE SIZE: .250 NOM. 

PART CALLOUT. 
13100005-1() 

"0" OPTIONAL FINISH. 
L 	'A' = .515, 'B' = .095 MIN. 

THIS PRODUCT IS COVERED BY PATENT # 5,039,264 

I 

3.  

A 
5. 

7 
.437 

0.193 
MIN. 

13100005-() 

1032UNJF-3B 

C 	ECN # 5564 	5-21-97 

B 	EDS=PA1AUON 	 8-26-88 

SUE 	DESCRIPTION 	 DATE 

	

REVISION 	9313-008  

UNLESS OTHERWISE SPECIFIED 

	

NEXT ASSEMBLY I 	DIMENSIONS ARE IN INCHES. TOLERANCES 

	

I 	DECIMALS 	FRACTION 	ANGLER 
I ±.010 
MATERIAb 

NOTED 

HEAT TREAT: 

NOTED 

FINAL PROTECTIVE FINISH: 

NOTED  

SNAWN RYE 	 SEC 

CKT 8-9-88 j THE MONADNOCK COMPANY 
CITY OF INOUSTRY, CALIFORNIA 

CHECKED RH: 

CKT 	8-9-88 
TITLE: 	

CLIP-ON 

NUT ASSY.- 1032 SIZE 
C.TANAKA 8-9-88 	 NON-SCRATCH 

APPROIrD SO 	 SEt 

M. COHEN 8-9-8 
CODE INDENT. NO. I SIZE I DRAWING NUMBER: 

I 	 I 

AOcEffl MCD. 	
60119 I B I 13100005-() 

HAlE 	 I 	I 
R.G.P. 8-9-88 	NONE 	SALES 	I SHEET 1 OF 1 

LISI AEROSPACE – Please refer to Central Documentation Website to check validity
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