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NOTES (UNLESS OTHERWISE SPECIFIED) 

1. MATERIAL 
CLIP : 	1050 CARBON STEEL, .020 THICK 
NUT : 	4037 ALLOY STEEL 

2. HEAT TREAT 
CLIP : 	RC 46 MINIMUM. 
NUT : 	RC 35 MNMUM. 

3. FINISH 
NO SUFFIX 
CLIP 	: CADMIUM PLATE PER AMS—QQ--P--416, TYPE II, CLASS 

2, BAKE FOR 23 HOURS MIN. AT 375'F ± 25'F WITHIN 4 
HOURS OF PLATING. 

NUT 	CADMIUM PLATE PER AMS—QQ—P-416, TYPE II, CLASS 1, 
BAKE FOR 23 HOURS MIN. AT 375'F + 25F WITHIN 4 

.095 	 HOURS OF PLATING. 
MIN 

SUFFIX "ZW 
CLIP & NUT : ZINC PLATED PER ASTM—B--633, TYPE III, CLASS SC2, 

CLEAR CHROMATE (USE TRIVALENT CHROMATE ONLY), 
BAKE FOR 23 HOURS MIN. AT 375'F + 25'F WITHIN 4 
HOURS OF PLATING. 

4. APPLICATION DATA: 
4.1 NOMINAL EDGE DISTANCE: .350—.500. 
4.2 MOUNTING SHEET THICKNESS: .020—.090 
4.3 RECOMMENDED INSTALLATION HOLE: 0.220—.261 

5. BURRS, SLIVERS AND/OR SHARP EDGES NOT PERMITTED. 
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