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NOTES: UNLESS OTHERWISE SPECIFIED 

1. MATERLL 
1.1. 	CUP: CARBON STEEL 
1.2. 	NUT: CARBON STEEL 

2. HEAT TREAT 
2.1. 	CUP: Rc 48 MIN 
2.2. 	NUT: 	125 KSI MIN 

3. FINISH: 
C 3.1. 	CLIP: CADMIUM PLATE PER AMS—QQ-416 TYPE II, CLASS 3 

AND PRIMER COAT PER MIL—PRF-23377, TYPE I, CLASS Cl. 

3.2. 	NUT: CADMIUM PLATE PER AMS—QQ-41 6, TYPE I, CLASS 2. 

FAA-ISO AUTHORIZED RAPT 
EIl 	Y. 
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END ITEM 
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