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.447 
MAXIMUM 

SHEET 	NOMINAL DASH NUMBER 	A 	B MIN. 	C 	THICKNESS 	EDGE MARGIN 

	

-1 	 .515 	.095 	.000-.015 	.020-090 	.350-.500 

	

-2 	 .665 	.095 	.000-.015 	.020-090 	.510-.650 

	

-3 	 .665 	.155 	.010-.080 	.091-150 	.510-.650 

	

-4 	 .515 	.155 	.010-.080 	.091-150 	.350-.500 

	

-5 	 .740 	.235 	.010 .120 	.14O-.230 	.600-.710 

.193 DIh. 
MINIMUM. 

.218 MAX 

.213 MAX. 	

_052 
MIN. 	

LUT, SELF-LOCKING 
1 O32UNJF-3B 
PER AS8879 

NOTES: (UNLESS OTHERWISE SPECIFIED) 

1. MATERIAL: 
1.1. CLIP: 	A286 CRES, .020 THICK PER AM55525. 

CLIP 	 1.2. NUT: 	A286 CRES PER AMS5731 

2. HEAT TREAT: 
2.1. CLIP: 	140 K.S.I. MINIMUM. 

I 	 2.2. NUT: 	160 K.S.I. MINIMUM 

k 	 3. 	FINISH: 
B 	 3.1. CLIP: 	PASSIVATE PER AMS-QQ-P-35. 

3.2. NUT: 	PASSIVATE PER AMS-QQ-P-35 AND 
ESNA LUBE 382 DRY FILM LUBRICANT 

4. LOCKING TORQUE PER NASM25027. 

5. ALL EDGES MUST BE FREE OF BURRS AND SLIVERS. 

UNL 	OThERWISE SPECIFiES 	 DRAWN DR 	 SEE 
NEXT ASSEMBLY 	DIMENSIONS ARE IN INCHES. TOLERANCES 	 THE MONADNOCK COMPANY DECIMALS 	FRfrCITON 	ANGLES 	F.D. 	1-29-93 END ITEM 	Lol 	CITY OF INDUSTRY, CALIFORNIA 

OHECKO) DR 	 DATE 
MATERIAL 	 TITLE: 

NOTED R.A.D. 2-15-93 	

NUT ASSY.- 	CLIP-ON APPROWD W.. 	 DATE 
 

HEAT TREAT: 	 R. DUENAS 2-15-93 	 1032 SIZE  
NOTED 	 RE 	

DATE CODE INDENT. NO. I SIZE  I  DRAWING NUMBER: 
J.ADAMS 2-16-93 60119 	B 	13100046-0 FINAL PROTECI1VE FINISH: 

MiS. iCCEl'i. 	 DAlE 	 I 	I 
NOTED 	
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