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NOTES: 

I 
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1. MATERIAL: 

/A .500 MAX. 7 

NUT: A2B6 CRES PER AMS5731. 
CUP: A2B6 CRES PER AMS5525. 

2. HEAT TREAT: 
NUT & CUP: 140 KSI MINIMUM PER AMS2759/3. 

3. FINISH : 
NUT & CLIP: PASSIVATE PER AMS2700. 

4. LUBRICANT: 

.1900-32 UNJF-3B 
PER ASBB79 

SELF LOCKING NUT 

NUT ONLY: SOLID-FILM LUBRICANT PER AS5272, TYPE I. 

5. PROCUREMENT SPECIFICATION: NASM25027 PARA 4.4 EXCEPT 
PUSHOUT TEST AND ACCEPTANCE CONDITION PER NOTE 6. 
REUSABLE LIFE SHALL BE FIVE (5) CYCLES WHEN TESTED WITH A 
6AL-4V TITANIUM BOLT. 

6. THE INSTALLED NUT SHALL BE TESTED APPL YING A 10 POUND END 
FORCE TO THE SCREW AND THEN ATTEMPT NUT ENGAGEMENT WHILE 
MAINTAINING THIS FORCE. THE RESULTANT DEFORMATION SHALL NOT 
IMPAIR NUT ENGAGEMENT AND SHALL NOT RESULT IN THE LOSS OF 
CUP RETENTION IN THE SHEET. THIS TEST TO BE FOLLOWED BY 
REUSABIUTY TEST. 
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