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NOTES: (UNLESS OTHERWISE SPECIFIED) 

1. MATERIAL: 
1.1. 	CLIP: 	 1050 CARBON STEEL, .020 THICK. 
1.2. NUT: 	 4037 ALLOY STEEL 

2. HEAT TREAT: 
2.1. 	CLIP: 	 48-51 HRC. 
2.2. 	NUT: 	 40-45 HRC. 

3. FINISH: 
3.1. 	CLIP: 	 ZINC PLATED PER ASTM B 633. 
3.2. 	NUT: 	 ZINC PLATED PER ASTM B 633. 

4. LOCKING TORQUE PER MIL-N-25027. 

5. HYDROGEN ENIBR[[ILEMENT TEST PER BOEING PART 
STANDARD, BACN10FX, REQUIRED. 

6. INSTALLATION DATA: 
6.1. 	MOUNTING SHEET THICKNESS: .100-.160 
6.2. 	EDGE DISTANCE: .75-.87 
6.3. 	RECOMMENDED HOLE SIZE: .289-.299 

7. PART NUMBER EXAMPLE: 
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